
 

T E S T   R E P O R T 

 

PRODUCT HB-M5B-C LOT NO.  QTTY 1MT 

VESSEL GIEWONT VOY.30/10 B/L NO.  JH1115 B/L DATE 2010-11-26 

 

 

                                                                          Required 

WHITENESS  Tokyo Denshoku TR-600D     Y�����������. 93.4   91-93 

 

PARTICLE SIZE Laser analysis- SALD-2101  D50�������� ��3.660µ  3.3-3.7µ 

DISTRIBUTION        D98���������� 9.501µ  7-10µ 
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CHEMICAL   GB15343     SiO2���������.. 60.14%  60%↑ 

ANALYSIS          MgO���������.. 31.79%  30%↑ 

                                  CaO����������0.44%  0.8%↓ 

                                  Al2O3��������� 0.16%  0.3%↓ 

                                  Fe2O3���������0.22%   0.3%↓ 

                     LOI(1000°C)������. 6.95%   6-7%↓ 

 

 

PHYSICAL   JIS K5101       Bulk density�.................... 0.55g/cm3 0.6g/cm3↑ 

PROPERTIES  GB15344       Moisture(105℃)����.. 0.1%  0.5%↓ 

                    

 

Tested by: Shang Ying     Verified by: Huo Jiaorong                          Reported Date:2010-10-10 


